P A

SPECIFICATION FOR APPROVAL

B
CUSTOMER
RFHEE
OUR PART NO. XRR3*12
R« magnet rin
OUR PART NAME g g
EREHH: B 0PCS
DATE SAMPLES QUANTITY
#3EHIN MANUFACTURER APPROVE
#I#H] DRAWN 1% CHECKED A APPROVED
HuFangting RaoPing ZhongCuilan

& PN CUSTOMER APPROVE

& F1 4% CUSTOMER NAME:

& F RS CUSTOMER P/N:

S DESCRIPTION: R3*12
AR O &% OA~EH BAREE:
INSPECT RESULT ACCEPT REJECT SIGNATURE AND STAMP

i REMARK:

WA AANBHNEERVFRHBIFEAEERA , FARABERKERVUERR TARKA
BRUE—FFER.

If you have any objection to the contents of this acknowledgment, please raise it or send the mark to us. The
acknowledgment
will become effective one week after the acknowledgment is provided in the absence of any objection.
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Mailbox: dgxiangru@126.com




“#ﬁgive exact information

second
. RS e 2 (1)
% piclient
]
g?\%rnt?g]: & A ARt ferrite core
sample name XRR3%12
#t-Sbatch
number
1 F=EhdriAproduction label
XRR 3 % 12
1 2 3
(1) #I'5model
(2) #MZFoutside diameter
(3) HiEheight
2 R ~fmeasure
%= N0 Measure (mm)
A 3.00 +0.3
B 12. 00 +0. 3
C
Z D
v ¢ .
I.—E—J LA_J F
G
H
1
3. A MEEMIRTERR Electrical performance test index
N + icharacteristic
0 test condition Standard value B fTunit PR Z=tol.
1 1KHZ/0.3V L 1.45 ul +20%
Naming Method i test check |{ltifiapprove




#ﬁgive exact information

% Fclient

FSsecond name

4 name of an
article

Bk REE ferrite core

#t-5-batch number

LR

sample name

XRR3*12

9. ki4&f4Detection condition

R4S : HP-CH-1062 B,
MARZEAE 0 0. 6mm /12TS
TR 25° C W 60%
Eli%oy HLJRK (uH) 4l Zoutside diameter (A) | EjEEheight (B)
1. 45uh 3. 00 12. 00
bR
standard +20% +0.3 +0.3
1 1. 46 2.97 12. 03
2 1. 45 3.01 12. 05
3 1. 46 2.98 12. 09
4 1. 46 2.99 12. 01
5 1.45 3.02 12.01
6 1. 46 3.00 12. 01
7 1. 46 2.99 12. 09
8 1. 45 2.98 12. 07
9 1. 46 3.01 12. 04
10 1. 45 2. 97 11.98
X 1. 46 2.99 12. 04
R 0.01 0.05 0.11
HE
remarks
it test H #Zcheck #tyeapprove




