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SPECIFICATION FOR APPROVAL
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CUSTOMER
RFHEE
OUR PART NO. XRR8*20

—] |:[ .
R i 2 bar magnet
OUR PART NAME
EREHE: B 0PCS
DATE SAMPLES QUANTITY

#3&EHIN MANUFACTURER APPROVE
#I#H] DRAWN 1% CHECKED A APPROVED
HuFangting RaoPing ZhongCuilan

& PN CUSTOMER APPROVE

& F1 4% CUSTOMER NAME:

& RS CUSTOMER P/N:

S DESCRIPTION: R8*20
AR O &% OA~EH BAREE:
INSPECT RESULT ACCEPT REJECT SIGNATURE AND STAMP
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“#ﬁgive exact information

second
s client &5 SeC0l 2 (1)
iLES name of PR kR ferrite core
E;:E:Ja%r ICle sample name XRR8*20
batch
number

1 P=fbriAproduction label

XRR 8% 20
1 2 3

(1) A5 model
(2) #MFoutside diameter
(3) HiEheight

e M
2 R ~fmeasure
% =N0 Measure (mm)
A 8. 00 +0.3
B 20. 00 +0.4
C
Z D
v ¢ .
L s | L :
G
H
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3. A MEEMIRTERR Electrical performance test index
N + icharacteristic
o test condition Standard value HfArunit|  #RZEtol.
1 1KHZ/0.3V L 1.7 utl +15

Naming Method it test check |fitifEapprove




#ﬁgive exact information

% Fclient

FSsecond name

4 name of an
article

Bk REE ferrite core

#t-5-batch number

LR

sample name

XRR8*20

9. ki4&f4Detection condition

X% : CH-1062

REME - 02 . 0 mm /7.5TS

TR 25° C W 60%
| e eeorea Rfmeasure

Soioy P (ul) S foutside diameter (A)| i EFheight (B)

1. 7uh 8. 00 20. 00

f'\cfndard =+15% +0.3 +0.4
1 1.55 7.98 19.96
2 1.63 7.96 19.90
3 1.57 7.95 19.96
4 1.66 7.97 19.93
5 1.58 7.94 19.89
6 1.66 7.97 19.92
7 1.54 7.97 19.95
8 1.68 7.93 19.96
9 1.63 7.96 19.93
10 1.56 7.96 19.96

X 1.61 7.96 19.94
R 0.14 0.12 0.07

HE

remarks

M test % check #tyeapprove




